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102.5 - Copper "Benchmark" (block, chip and rod forms) 

SRMs with a "C" prefix are chill-cast blocks approximately 32 mm square and 19 mm thick.

PLEASE NOTE: The tables are presented to facilitate comparisons among a family of materials to help customers select the best SRM for their
needs. For specific values and uncertainties, the certificate is the only official source.


